ANNEX VI

SOIL TEST RESULTS



CLIENT:  Jose Pepe Garcia

Services Limited JOBNo: 21403
Belize City, Belize, Central America. LOCATION: Delivered samples

@ Professional Engineering | project: material Testing

SAMPLING DATE:

SIEVE ANALYSIS TO ASTM C-136
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GRAIN SIZE IN MILLIMETERS
SAND GRAVEL
SILT OR CLAY = | [oome . | cwe COBBLES
SPECIMEN ID 114" 34" [ 12" [ 38" | #4 | #8 | #16 | #30 | #50 #100 | #200
26.00 19.00 |12.50 | 9.50 | 4.75  2.36 | 118 | 0.60 | 0.30 0.15 | 0.075
®| Sample #1 0.0 100.00 38.94 | 1357 | 7.37 | 501 442 | 413 | 354 | 265 206 | 1.77
|
COEFF. |SIZE FRACTIONS %
SPECIMEN ID ~ CLASSIFICATION FM | Cu I Sand Fines
| Sample #1 0.0  POORLY GRADED GRAVEL(GP) 671|204 | 950 | 32 | 18
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CLIENT:  Jose Pepe Garcia

Services Limited JOBNo.. 21403
Belive City, Belire, Central America LOCATION: Delivered samples
SAMPLING DATE:

&  Professional Engineering | project:  Material Testing

SIEVE ANALYSIS TO ASTM C-136

Graph Limits:
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GRAIN SIZE IN MILLIMETERS
SAND GRAVEL
SILT OR CLAY = T e == | o COBBLES
PERCENTAGE PASSING BY WEIGHT
SPECIMEN ID 1147 34" | 1/2° | 318" | #4 #8 | 16 | #30 | #50 | #100  #200
28.00/19.00 1250 950 475 | 2.36 | 1.18 | 0.80 | 0.30 | 0.15 | 0.075
®| Sample #2 0.0 100.00{ 9555 88.26 B80.16 |67.00|5526 | 3927 (2308|1457 | 466 | 304
_COEFF. |SIZE FRACTIONS %
SPECIMEN ID CLASSIFICATION FM | Cu (Gravel Sand Fines
®| Sample #2 0.0 | POORLY GRADED SAND with GRAVEL(SP) | 4.16 |14.46| 2330 | 840 | 3.0
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Services Limited JOBNo.: 21403
Belize City, Belize, Contral America. LOCATION: Delivered samples
SAMPLING DATE:

SIEVE ANALYSIS TO ASTM C-136
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GRAIN SIZE IN MILLIMETERS
SAND GRAVEL
SILT OR CLAY = l 1”_ = | s COBBLES
PERCENTAGE PASSING BY WEIGHT
SPECIMEN ID 11" 347 [ 1/2° [ 318" | #4 | #8 | #16 | #30 | #50 | #100 | #200
 |28.00(19.00 1250 | 9.50 | 475 | 2.36 | 1.18 | 0.60 | 0.30 | 0.15 0.075
|® Sample #3 0.0 100.00/64.99 | BB.4T |84.71 8145|7419 55.14 |45.36 | 35.08 |10.28 6.02
COEFF SIZE FRACTIONS %
SPECIMEN ID CLASSIFICATION FM | Cu (GravelSand Fines
o[ Sample #3 00| o 314|082 | 185754 | 6.0
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Services Limited JOBNo: 21402
Helize City, Belize, Centrl America. LOCATION: Delivered samples
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SIEVE ANALYSIS TO ASTM C-136

Graph Limits:
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GRAIN SIZE IN MILLIMETERS
SAND GRAVEL
SILT OR CLAY e | |nn-ﬂ — | COBBLES
PERCENTAGE PASSING BY WEIGHT
SPECIMEN ID 114" 34" [ 1z" |38 | a4 | #8 | #18 | #30 | #50 | #100 | #200
28.00 | 19.00 12,50 | 9.50 4.75 | 2.36 | 1.16 | 0.60 | 0.30 | 0.15 | 0.075
® Sample #4 0.0 100.00/98.49 | 97.23 | 96,73 |86.92 | 75.82 |60.71 | 34.76 | 11.08 | 7.30
E COEFF. |SIZE FRACTIONS %
B SPECIMEN ID ~ CLASSIFICATION | FM | Cu GravelSand|Fines
| Sample #4 0.0 1235|479 33 894 | 73
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